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ABSTRACT 
The main concept of the research work to find a economical solution to provide simultaneous and continues 

cooling effect to the work-pieces during Electric Arc Welding using some cheapest and effective cooling agents. 

In the fusion welding, there is flow of huge amount of heat which affects the mechanical and thermal properties 

of the specimen. Due to low cooling effect, the size of the grains near the HAZ increase and the whole work 

piece including weld zone become brittle. So, this research work deals with the processes to control the grain 
structure to decrease the brittleness and hardness properties of the specimens by providing simultaneous and 

continuous cooling effect using water and salty-water. By applying these processes, the size of grains almost 

remains same as the parental work-pieces. Hence, the properties like impact, strength, toughness and ductility 

increase in the steel plate. This all happens due to the formation of finer grains like structures mainly Sorbite 

and Troostite because of constant and simultaneous cooling processes. In this research paper, the effects of 

continuous cooling have been evaluated for the Toughness, Hardness and microstructure of HAZ and weld-zone 

for the low carbon steel (LCS) after the welding by using various coolant. For low cooling rate by air at room 

temperature, the austenite was observed to transform into ferrite and pearlite. For higher cooling rat of simple 

water and salt water cooled samples, low-temperature transformation products like bainite which is not a phase 

but an acicular microstructure or martensite which is a slightly harder than air-cooled samples. The salt water 

cooled samples had more martensite regions because of the increased cooling rate. 

 
Key words: Enhancement, Grain Structure, Heat Flow, HAZ, Weld-zone, Internal Residual Stresses, 

Mechanical Properties, Manual Metal Arc Welding, Simultaneous Cooling Effect, Troostite,  hardness, 

toughness,  micro structural studies, low carbon steel. 

 

I. INTRODUCTION 
Basic concept 

The concept of the research work to find an economical solution to provide simultaneous and continues cooling 

effect to the work-pieces during Manual Arc Welding using some cheapest and effective cooling agents. As we 

know the various properties of any materials depends on its microstructures called grains which physical 

properties like shape and size depends upon its overall compositions of the constitute particles as well as thermal 

variables such as temperature and pressure [1]. In manual electric arc welding, high amount heat is transferred 

during Arc welding to the work-pieces so there is change in the size of grains’ structure and microstructure after 
slow air cooling at the room temperature in the HAZ and near the weld zone and hence the various mechanical 

properties like hardness, toughness, tensile strength and the micro-constituent of the weld metals get change 

after the welding process due to the cyclic process of sudden heating and cooling [2]. Material becomes harder 

and less strength. So it needs to control the structure of grains by applying some simultaneous cooling agent [3]. 

Now based on the continuous cycle of heating and cooling, different types of grains size and microstructures are 

obtained in the weld bead and the HAZ [5,6].These changes will affect the properties of the steel materials. The 

micro-grains structure that, are found in the weld work-pieces and HAZ of carbon steel material, were observed 

by Fonda [14], the particles could either be coarsen or dissolved in the steel during the heating cyclic process, 

which leads to the formation of excessive austenite in the HAZ. The coarse grains size diminishes the nucleation 

sites formation for high temperature transformation products such as ferrite and pearlite, which result to oppress 

their formation. The slower cooling rate (air) maintence huge amount of ausenite in addition to ferrite and 
martensitic whereas, the high cooling rate (water) leads to changing the grains structure from granular bainite, 

and self-tempered martensite, finally martensite without self-tempering [15].This paper deals with the 
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simultaneous and continuous cooling effect using water and salty-water besides the cooling at the room 

temperature by air. It works on the simultaneous heat transfer process [10] from the work-pieces at high 

temperature to the cooling agents that at low temperature. It will not only control the micro-constituents but also 
will help to maintain the width of HAZ. In the simultaneous cooling process, size of grains in the weld and heat 

affected zone depends on the rate of cooling and the position of cooling set-up. As much as closer the cooling 

channel, the more the cooling effect and the more the hardness and metallurgical properties were influenced. 

The phases formed from the transformation were observed to be varying with cooling distance and cooling rate 

[10]. When the steel materials is cooled after welding, the austenite, formed during the welding, will decompose 

to form coarse pearlite and if faster simultaneous and continuous cooling processes are applied by using water or 

salty-water then there are the formation of finely dispersed pearlite, known as sorbite and Troosite respectively. 

In this part of thesis, the study of various simultaneous cooling processes like air, water and saline water have 

been done to analyses the change in mechanical properties and size of the grains structure. The strength of steels 

mainly depends on its microstructure which is controlled by the arrangement of the atoms of the various 

elements present in the steels by Aweda et-al [6]. Steels having carbon up to 0.2 % are the low-carbon steel and 
these are used for the various engineering, construction work, turbines and in different industries related to the 

automobiles and aeronautical etc [17]. Cooling processes is the processes of providing cooling effect during 

welding itself to analyses the various mechanical and thermal properties to control the grains structures of the 

parent metals. Various specimens were prepared to perform the processes with cooling effect on different 

position from weld zone. Depending on the different types of heating and cooling cyclic processes, different 

types of grains structure are obtained in the weld bed and heat affected zone due to the alteration of the thermal 

cycle [18, 19]. 

 

Mild Steel 

As steels are one type of ferrous metal, its main constituent is iron. Steels are the alloys of iron and carbon. 

However, besides of its main constituents, steels also contain other elements like nickel, silicon, manganese, 

sulphur, phosphorus, etc. steels are mainly produced by either refining iron ore in the blast furnace or by 
recycling scrap steel in an arc furnace. Further, steels are also sub-divided into plain carbon steels and alloy 

steels based on the presence of carbon or not. Plain carbon steels have been further divided into low-carbon 

steels, medium-carbon steels and high-carbon steels based on the percentage of carbon present in its. For this 

research paper, the low-carbon steels, also known as mild steels, have been considered. Low-carbon steels 

contain carbon less than 0.25%. 
Table1. Constituents of LCS 
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II. LITERATURE REVIEW 
Jenan Mohammed Nagie et al [1] studied the effect of cooling rate on mechanical properties of Carbon steel 

(St 35). He performed the various test likes tensile, torsion, impact and hardness. 

 

ApurvChoubey et al [2] studied the influence of heat input on mechanical properties andmicrostructure of 
Austenite 202 grade Stainless steel weldments. He used the Cr-Mn SS as base material and 308L solid electrode 

rod. He found that the increase in heat input affects the micro-structures of the base metal and HAZ. He showed 

that the tensile strength decrease with increase in heat input while hardness increase in the weld pool and 

decrease in HAZ.  

 

C. C. Doumanidisetet. al [3] performed simultaneous in process control of HAZ and cooling rate during arc 

welding. He developed a model for independently regulating the time-temperature relationship of the HAZ and 

centreline cooling rate. He addressed the problem of in-process control of several metallurgical transformation 

mechanisms. He worked on the concept of simultaneous regulation of both HAZ and centreline cooling rate.  

Ajay N. Boob et al [4] study on effect of manual arc welding process parameters on width of HAZ for Ms 1005 

steel. He investigated the width of HAZ with various process parameters like heat input and welding speed. He 
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showed the heat input is the most significant factor for controlling width of HAZ and as the welding speed 

increase the width of HAZ decreases.  

 
E. O. Aweda et al [5] investigated effects of continuous cooling on hardness, impact strength and micro-

structural properties of LCS welded plate. He examined the various mechanical properties using various 

continuous cooling agents. Due to continuous cooling effects, there were formation of martensite structure and 

finer pearlite grains. He showed if the rate of cooling is increased, the more fine structure was obtained. 

 

Sanjeev Kumar Jaiswal et al [6] studied the hardness and the micro-structure of AISI 1050 medium Carbon 

Steel after heat treatment processes. He carried the Annealing, Normalizing and Hardening on AISI 1050 MCS.  

He investigated the effect of cooling on the micro-structure and the hardness. He showed that the percentage of 

pearlite changes with change in the carbon content. According to him, the hardness was strongly influenced by 

the temperature and time. 

 
M. A. Bodude et al [7] studied the effects of welding parameters on the mechanical properties of welded LCS. 

He investigated the effect of heat input on the mechanical properties of LCS using two welding processes name 

Oxy-Acetylene and Shielded Metal Arc Welding. He performed the tensile test, hardness test and impact tests 

and found that the tensile strength and hardness were reduced with the increase in heat input into the weld, 

whereas the impact strength of the weldment increase. 

 

M. B. Ndaliman el al [8] studied the mechanical properties of MCS under different quenching media. He used 

water and palm as quenching medium and found that the water quenched steel produced its best properties in 

strength and hardness while palm oil has its best property in impact strength. 

 

R. A. Mohammed et al [9] evaluated the properties of Shielded Metal Arc Welded Medium carbon steel. He 

investigated the mechanical. 
 

S. M. Adedayo et al [23] studied the effect of saline water cooling on service quality of a welded AISI 1013 

Carbon Steel plate. He investigated the results for the change in mechanical properties during welding with or 

without simultaneous boundary cooling by both normal and saline water. He found that the hardness values are 

high near the weld zone. 

 

ManmohanYadav et al [10] has performed heat transfer process to provide cooling effect to the Non-A/c 

railways’ coaches at the time of running. In this research paper, the solution of Ammonium Chloride (NH4Cl) 

with water has been used as the cooling agent. Air-ducts, found in roof of railways’ coaches, were utilised as the 

main space to fix the components of proposed arrangement. In the proposed arrangement, the cooling agent was 

kept in a air tight plastic container and the hot air was allowed to pass through a coiled pipe of Aluminium. The 
coiled pipe was fixed in the container with its inlet and outlet outside the container.  

 

ManmohanYadav et al [11,12] in his second and third research paper related to the welding, he showed the 

process to provide simultaneous cooling effect during manual arc welding using dry ice and water respectively 

as a cooling agent. There is a transfer of huge amount of heat to the work-pieces which lead to the change in 

grains’ structure. As the various mechanical properties of any material depends on its grains structure so, it is 

more important to control the size of grains by providing simultaneous cooling effect. 

 

III. WORKING PROCESSES 
 

Pre-welding Process: Preparation of Jobs 

The all specimens for the welding were prepared in proper way. There were mainly five steps performed for the 

preparation of the specimens. The total fivenumbers of specimens were prepared. Among that one was for air as 

a coolant, two for water as a coolant and remaining two for salt-water as a coolant medium. Different test like 

impact test, hardness test, tensile test were performed and also the analysis of the microstructure were 

performed. There was no any hole made in the specimens for air cooled welding operation. Among the 4 

specimens that were made for water and salty water cooled welding operation, 2 were drilled at a distance of 25 

mm away from the edge that was grooved for the joining by welding and remaining 2 were drilled at 35 mm 

away from the welding edge. 
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Sample preparation for butt (v- groove) welding 

 

 
Butt welded specimen 

(all dimensions in mm) 

Welding process 
After the all sample of specimens were cleaned and prepared for the welding processes, two same types of 

specimens were welded together using electric arc welding using E90xx type of coated electrode rod with the 

power supplied from the DC electric machine. The simultaneous cooling process also performed during welding 

itself using different cooling agents. Temperatures of the all finished work-pieces were measured after the 

welding using Digital thermometer and noted down separately for different cooling medium. 

The welding parameters that were taken during all welding processes are given below in the table. 

 

Table 2: welding parameters 

Voltage  Current  Average speed Heat Transfer 

effi. Factor 
(MMAW) 

Heat Input Mass Flow Rate 

of Coolant 

21V 260A 3.4 mm/s 0.65 1605.88 J/mm 820 g/s 

 

The amount of heat input has been calculated using the formula 

H = 
𝐼𝑉

𝑆
 𝑋 60 Joules/mm 
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Experimental set-up 

 

Post-welding Processes or Preparation of sample 

After finishing the welding process for the all specimens , the work -pieces were kept for some time and the 

temperatures were noted down from starting temperature 1200̊ for next 60 sec after each 5 sec of interval.After 
that the all work-pieces were cleaned by wire-brush and chipping hammer to remove the unwanted flux, dust 

particles. Then the work-pieces were taken to the grinding machine to make the surface of the work-pieces 

smooth using the grinder wheel made of silicon carbide of various grits size and subsequently one of the work-

pieces from each cooling medium was polished for the metallographic inspection.After the cleaning process, 

each of the work-pieces was cut down in small pieces parallel to the welding direction in the weld zone and heat 

affected zone for testing purpose. After that the cutting specimens were taken to the specific testing machine for 

the evaluation of mechanical properties and the microstructures. 

 

IV. EVALUATION 
 

Effects of the Simultaneous and Continues Cooling 

Heat treatment is the process of heating and cooling at various temperatures in such a way as to gain desire 

micro-structure and Mechanical properties [2, 8].When the steels are heated and cooled at various temperatures 

their grains structure changes. The Hypoeutectic steels (C < 0.8%) have Ferrite and Pearlite structure up to the 

temperature of 723ºC. On heating, its Pearlite structure starts to change into the austenite. Upon further heating 

above critical point, all the ferrite becomes austenite. Eutectoid steel (C=0.8%) remains Pearlite up to 723ºC and 

on further heating it becomes austenite. Hypereutectoid steels (C>0.8%) have a structure of Pearlite and 

Cementite up to 723ºC and on heating, the Pearlite start to convert into the austenite. Up to critical point it 

remains in mixture of Austenite and Cementite but on further heating it is totally converted into austenite.When 

the already heated steels were cooled slowly at the room temperature by simple air flow, the austenite structure 

converted into coarse structures like Pearlite (mixture of ferrite and Cementite). 

Austenite 
simultaneous  air  cooling

heated  steal
 Pearlite 

 

When, the same work-pieces were suddenly cooled by quenching method in water/oil, the martensite.  

Austenite 
sudden  cooling  in  water /oil

by  quenching  method
 Martensite 

 

When the same welding processes were performed with water as a simultaneous cooling agent, the rate of 

cooling was increased. As the cooling rate is increased, the temperature of the work-pieces was not increased so 

much to affect the microstructure of the specimens and finally after simultaneous cooling by water, the fine 

Pearlite or Sorbite is formed as the microstructure.  

Austenite 
simultaneous  cooling   with  water

heated  cooled
 sorbite 
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Same phenomenon was occurred with the work-pieces cooled by flow of high rate of salty-water. When the 

same welding processes were performed with water as a simultaneous cooling agent, the rate of cooling was 

increased. As the cooling rate is increased, the temperature of the work-pieces was not increased so much to 
affect the microstructure of the specimens and finally after simultaneous cooling by water, the finest structures 

formed that know as Troostite. 

Austenite 
𝑠𝑖𝑚𝑢𝑙𝑡𝑎𝑛𝑒𝑜𝑢𝑠  𝑐𝑜𝑜𝑙𝑖𝑛𝑔  𝑤𝑖𝑡 ℎ  𝑠𝑎𝑙𝑡𝑦 −𝑤𝑎𝑡𝑒𝑟

ℎ𝑒𝑎𝑡𝑒𝑑  𝑐𝑜𝑜𝑙𝑒𝑑
 Troostite 

 

Impact Test 

The Charpy Impact test that is the Balanced Impact Strength Test was performed for one air cooled sample, two 

water cooled samples and two salty-water cooled samples and the readings were noted down. Before that the 

Charpy V – notches were prepared for each sample. Impact tests like Izode and Charpy test are generally 

performed to find the toughness ability of the specimens. Toughness is the ability of a material to absorb energy 

and plastically deform without fracturing. 

 
 

Hardness Test 

Hardness is not only a fundamental physical property of a material whereas it is also is a characteristic of a 

material. It is defined as the resistance to indentation to any material. It is a measure of how a resistant solid 

material is to various kinds of permanent shape change when there is application of compressive force. Hardness 

measurements quantify the resistance of a material to plastic deformation.For the hardness testing, the Universal 

Hardness tester machine Rockwell was used. Hardness varied between weld centre-line that is weld-line to the 

coolant channel with decreasing values towards the coolant-line. 

 

V. RESULT AND DISCUSSION 
 

Cooling curves  

Air Cooled Sample 

As we know the air cooling is a slow process and it takes more time to get cooled for the same temperature as in 

case of water and salty-water cooled samples. In the air cooled samples, the temperature rises to high and it 

takes more time to get cool. It was observed that in controlled air cooling process the temperature raised beyond 

the 1600 C̊. Just after the 5 sec of welding , the temperature was noted 1620 C̊ and further temperatures were 

noted for each 5 sec of interval to the next 60 second. And at 60 second after finishing the welding , the 

temperature was noted 495 C̊. So, it was found that in air cooled samples the temperatures dropped from 1620 C̊ 

to 495 C̊ within 60 second after the welding. 
 

 
Time (seconds) 

Graph 1 

 

 

0

200

400

600

800

1000

1200

1400

1600

1800

5 10 15 20 25 30 35 40 45 50 55 60

air cooled

air cooled

T
em

p
er

a
tu

re
 (

°𝐶
) 



  ISSN: 2277-9655 

[IDSTM-18]  Impact Factor: 5.164 

IC™ Value: 3.00  CODEN: IJESS7 

http: // www.ijesrt.com© International Journal of Engineering Sciences & Research Technology 

 [874] 

Water cooled samples 

Water cooled samples were got easily cool than the air cooled. In the water cooling process, the cooling channel, 

for the flow of water, were provided at two different distances.  For each of mechanical properties test there 
were two samples prepared. For the same mechanical properties testing process, one sample was prepared with 

the cooling channel 25 mm away from the weld zone and another sample with cooling channel 35 mm away 

from the weld zone. And it was observed that the cooling rate was faster in sample having cooling channel near 

to weld zone. In the water cooling process, some amount of temperatures was controlled during welding due to 

simultaneous cooling effect of water. 

 

 
Time (seconds) 

Graph 2 

 

Salty-Water cooled samples 
Salty-Water cooled samples were got more easily cool than the air and water cooled samples. In the saline water 

cooling process, the cooling channel, for the flow of water, were provided at two different distances like water 

cooling processes.  For each of mechanical properties test there were two samples prepared. For the same 

mechanical properties testing process, one sample was prepared with the cooling channel 25 mm away from the 

weld zone and another sample with cooling channel 35 mm away from the weld zone. And it was observed that 

the cooling rate was faster in sample having cooling channel near to weld zone. In the water cooling process, 
some amount of temperatures was controlled during welding itself due to simultaneous cooling effect of salty-

water.  
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Graph 3 
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Impact Test Result 
It was observed that the toughness of salty-water cooled samples were more compare to the water and air cooled 

samples. It was due to the formation of finest microstructure during saline water cooling process. Similarly the 
toughness of water cooled samples was more than that of air cooled samples. Again, it has been also observed 

that the position of the cooling channel also affect the toughness values. More the cooling channel was near to 

the welded zone more were the toughness values. 

 
Table 3.Impact energy values for the Air cooled samples 

Distance from the 

weld zone (mm) 

Impact 

energy 

(Joules) 

5 14.24 

10 14.86 

15 15.12 

20 15.46 

25 15.72 

 
Table 4.Impact energy values for the water cooled sample with cooling channel 35 mm away 

Distance 

from the 

weld zone 

(mm) 

Impact energy 

(Joules) 

5 14.68 

10 15.28 

15 16.18 

20 17.40 

25 18.26 

 
Table 5.Impact energy values for the water cooled sample with cooling channel 25 mm away 

Distance 

from the 

weld zone 

(mm) 

Impact energy 

(Joules) 

5 14.89 

10 15.38 

15 16.26 

20 17.68 

25 18.54 

 
Table 6.Impact energy values for the salty-water cooled sample with cooling channel 35 mm away 

Distance 

from the 

weld zone 

(mm) 

Impact energy 

(Joules) 

5 14.96 

10 15.56 

15 16.46 

20 17.81 

25 18.89 
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Table 7.Impact energy values for the salty-water cooled sample with cooling channel 25 mm away 

Distance 

from the 

weld zone 

(mm) 

Impact energy 

(Joules) 

5 15.12 

10 15.76 

15 16.69 

20 18.14 

25 19.18 

 

 
Distance from the weld zone (mm) 

Graph 4.Graphical representation of Impact energy for air cooled sample 

 

 
Distance from the weld zone (mm) 

Graph 5.Graphical representation of Impact energy for water cooled sample 

 

Hardness Test Result 

For the hardness testing, the Universal Hardness tester machine Rockwell was used. Hardness varied between 

weld centre-line that is weld-line to the coolant channel with increasing values due to more formation of fine 
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grains’ structure towards the coolant-line. It was found that the welding with saline water cooling imparted 

higher values of hardness than water cooled weld samples. This is due to the faster cooling rate of in case of 

salty water, which gives higher martensite formation. Also, there is increase in the presence of fine dispersion of 
small particles in the pro-eutectoid ferrite and pearlitic, that prevent the dislocation movement, may have also 

contributed to the higher Rockwell hardness number of the salty water cooled sample. The corresponding 

hardness value of the air cooled weld is 142HV. High hardness values close to the fusion zone on saline cooled 

was due to likely presence of bainite and martensite in the microstructure. 

 
Table 8.Rockwell Hardness values of air cooled sample 

Distance from 

the weld zone 

(mm) 

Rockwell 

hardness (Kgf) 

5 45.64 

10 45.14 

15 44.67 

20 43.95 

25 43.24 

 
Table 9.Rockwell Hardness values of water cooled sample of cooling channel 35 mm away 

Distance from 

the weld zone 

(mm) 

Rockwell 

hardness (Kgf) 

5 48.85 

10 47.34 

15 46.8 

20 44.34 

25 43.6 

 
Table 10.Rockwell Hardness values of water cooled sample of cooling channel 25 mm away 

Distance from the 

weld zone (mm) 

Rockwell 

hardness 

(Kgf) 

5 49.8 

10 48.26 

15 47.6 

20 45.84 

25 44.24 

 
Table 11.Rockwell Hardness values of salty-water cooled sample of cooling channel 35 mm away 

Distance from the 

weld zone (mm) 

Rockwell 

hardness 

(Kgf) 

5 52.24 

10 51.26 

15 49.6 

20 47.45 

25 45.25 

 
Table 12.Rockwell Hardness values of salty-water cooled sample of cooling channel 25 mm away 

Distance from the 

weld zone (mm) 

Rockwell 

hardness (Kgf) 

5 53.6 

10 52.24 

15 51.1 

20 49.7 

25 47.95 
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Graph 6 
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Distance from weld zone (mm) 

Graph 8 

 

 

VI. CONCLUSIONS AND FUTURE ASSETS  
 

Conclusion 

The following conclusions are drawn from the simulation and simultaneous cooling effect: 

 The purposed arrangement is simple and it requires low maintains. 

 The use of water and salty-water, for the simultaneous cooling effect, will don’t allow the temperature 

to rise excessively. Since the temperature will not rise drastically, so the size of grains in the fusion 

zone and near the weld zone remains almost same as like parent metals. 

 It was observed that the variations in the microstructures were minimal; this was possibly due to the 

rapid heat input, very short drenching time during welding and the low carbon content of the material. 
 The closer the cooling position, the more thecooling effect and the more the hardness andmetallurgical 

properties were influenced. 

 Due to the use of water and salty-water, the tensile strength and toughness were improved. 

 Due to the slow cooling process by the application of water and salty-water, there were formation of 

finer acicular microstructure, sorbite and troostite respectively, which were high tensile strength, more 

ductility and toughness. 

 There was also an effect of simultaneous cooling processes on the width of HAZ. The work-pieces that 

were cooled by the salty-water had less width size of HAZ than water and air cooled work-pieces. 

Again the distances of cooling channel also affect the width of HAZ. The work-pieces, having cooling 

channel near to weld zone, had had less width of HAZ.  

 

Future Scope 
 This concept can be used in automobile and aeronautical industries for the bulk amount of welding 

processes. It will help to enhance the properties of the materials after the welding. 

 In the present work, water and salty-water were used as cooling agents. As water and salty-water have 

tendency to allow the current to pass through them, there is a chance of occurrence of short-circuit that 

can affect the efficiency of the welding processes. So to avoid these all, dry-ice or liquid Nitrogen can 

also be used as cooling agents. 
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